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Applicant: Gemious Ltd   

Address: Dumie Dykes, Backmuir of Liff, By Birkhill, Dundee,DD2 5QR   

 

Report on the submitted sample(s) said to be:   

Item Name: childs emotichew 

Sample Description: Red/green soft plastic 

Sample No. : SL1606148090302 

Sample Received Date: June 14, 2016 

Testing Period:   June 14, 2016 - June 21, 2016 

  

Test Requested:    As per client’s request, Bite test of submitted samples. 

  

Test Method: With reference to clause 9.5.2 of EN1400:2013+A1:2014. 

  

Test Result: Please refer to the following page(s). 

 
 

 

 

 

 

 

 

 

Checked by                                                Signed for and on behalf of HCT  

 

                                                                                            

         Frank                                                              Michael 

                                                                     Laboratory Manager   
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Test Result: 

EN1400:2013+A1:2014—Child use and care articles – Soothers for babies and young children 

Section Description  Result 

9.5 Bite endurance of elastomeric components………............................................ Pass 

 

 

 

 

The photo of the sample 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

***End *** 

This report will go into effect with HCT stamp. This report could not be revised.  This report is only responsible for 

 the test result of submitted samples. Without written authorization, any copy of this report for propaganda is invalid. 
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